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Summary
Condensatesformed in astrophysicalenvironmentsare difficult to accessasstarting materials for laboratory

studies of processesthat might occur in protostellar nebulae. While microgramsof such materials might be
found in the heart of rare, unprocessed,primitive meteorites such as Acfer 094, much larger quantities of
material are required in order to conductmultiple experimentsat a variety of temperaturesand pressures. To
solvethat problem we manufactureseveraldifferent varietiesofάƴŀǘǳǊŀƭέsimulantsfrom flowing hydrogengas
seededwith appropriate metals and exposedto a hydrogen-oxygenflame. Thesesamplesrange from simple
SiOx smoke, to more complexFeaSiOx, MgaSiOx and FeaMgbSiOx smokesthat mimic the reactivity and spectral
properties of fresh, vapor-phasecondensatessuchas those that might form in circumstellaroutflows or from
vaporized materials formed by energetic processesin protostellar nebulae. In addition, we also make
carbonaceoussamplesformed from a flowing stream of COon the surfacesof variouscatalystsduring surface
mediatedreactionsin an excessof hydrogenand in the presenceof N2. Carbondepositsdo not form continuous
coatingson the catalytic surfaces,but instead form extremely high surfaceareaper unit volumeάŦƛƭŀƳŜƴǘƻǳǎέ
structures. While these structures will form slowly but over longer times in protostellar nebulae than in our
experimentsdue to the lower COpressure,such fluffy coatingson the surfacesof chondrulesor CAIscould
promote grain-grain sticking during low velocity collisionsand might provide carbonaceousfeedstock for the
synthesisof interesting biochemicalprecursorsto life during metamorphismon meteorite parent bodies. Both
silicatesmokesaswell ascarbonaceoussolidshavebeenmadeavailableto the scientificcommunity for use in
their own cosmochemicalexperiments.

Surface Mediated Reactions and Carbonaceous Dust
We are not claiminghere that surfacemediated reactionsconstitute the singleςor even the most important -

mechanismthat forms the full distribution of organic molecules in asteroids or comets or that are found in
meteorites or IDPs. Thereare many different processesthat canbe important sourcesfor particular compoundsin
many different meteorite types. However, we do believe that surface mediated reactions are a very efficient
mechanismfor converting nebular COor CO2 into solid carbonaceousmaterials. Suchsolids should be easy to
incorporate into planetesimals and these carbonaceousgrains could then serve as the feed stock that is
transformed by various thermal or hydrothermal processeson parent bodies into the myriad organic molecules
found in natural sources.

In addition, while we use various industrial reactionsas modelsof nebular processes; e.g., the Fischer-Tropsch
reaction: CO+ 3H2 => CH4 + H2O; the Haber-Boschreaction: N2 + 3H2 => 2NH3; the water-gasshift reaction: CO+
H2O =>CO2 + H2; or the BoudouardReaction: 2CO=>CO2 + Csolid; natural reactionson grain surfacesin protostellar
nebulaeare muchmore complex. Forthis reasonit canbe extremelymisleadingto discussa specificmodel reaction
in isolation when describingnatural reactions that might occur on the surfacesof grains in the Solar Nebula.
Hereafterwe will simplydiscussmeasurementsof surfacemediatedreactions.

The catalyst is in the bottom of a quartz finger (attached to a 2ςL Pyrexbulb) that can be heated to a
controlled temperature. A Pyrex tube brings reactive gas to the bottom of the finger. The gas passes
through the catalyst into the upper reservoirof the bulb and flows through a stainlesssteel tube at room
temperature to a glass-walled cell ( ZnSewindows) in an FTIRspectrometer. A metal bellowspump returns
the gas via to the bottom of the catalyst finger to start the cycle over again. We have ten identical
experimentalsystems: the total volumeof eachsystemis 4.7 +/- 0.1 liters.

Below: An optical microscope image of iron
wire (.009έDiam.) before (left) and after (right)
useas the catalyst for a single873K run of CO
+ N2 + H2 =>products

Schematic diagram of the dust generator used to manufacture 10 nm scale smoke particles via the combustion of 
hydrogen gas containing small amounts of silane, iron pentacarbonyl, trimethyl aluminum, titanium tetrachloride 
and metal vapors such as magnesium, calcium, sodium and potassium. Molecular oxygen is typically used as the 
oxidant. The reaction occurs across a flame front within a resistively heated furnace at temperatures between 
500 and 1500 K. Condensates are rapidly quenched and are collected on an aluminum substrate downstream of 
the furnace at temperatures below 350 K.

Making Silicate Smokes

Making Carbonaceous Solids

Individual researchers who have requested, and been sent, samples

Above: Views of ƛǊƻƴ άǎǇƛŘŜǊ ǿŜōǎέ produced in the smoke generator. Top right: the generator 
showing locations of the viewing/illumination windows. Top left: light in Window2, view from 
Window 1; bottom left: light in Window 1, view from Window 1; bottom middle: light in 
Window 1, view from Window 2; bottom right: light in Window 2,view from Window 2.

Two Interesting Oddities Found While Making Samples
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